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Investigation of the Effect of Thermal Exposure on the Mechanical

Properties of Titanium/SiC Composites

Douglas B. Gundel and F.E. Wawner
¢

Objective

The objective of this study is to investigate the effect of thermal exposure (isothermal

and thermal cycling) on the longitudinal and transverse tensile properties of Ti 1100/SCS-6

composites. The property degradation will be correlated to microstructural changes in the

matrix, fibers and interface.
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ABSTRACT

The objective of the present study is to evaluate the

influence of thermal exposure, both isothermal and cyclic, on the

reaction kinetics, mechanical properties and fracture behavior of

Ti-ll00 alloy/SiC fiber composites.

During the last reporting period, it was determined that

composites made with TiB 2 coated SiC fiber (Sigma) reacted at the

same rate as SCS-6 fibers. As a result, the thinner surface

coating on the Sigma fiber was completely consumed at shorter times
than that on the SCS-6.

Thermal cycling experiments were conducted on longitudinal and

transverse Ti-ll00/SCS-6 composites over a temperature range of

150-800°C for 500 cycles. The thermal exposures were carried out

in air and in argon. No appreciable tensile strength degradation

was observed for samples cycled in argon, although a strength loss

was noted for the samples cycled in air. Fracture surface

characterization showed brittle matrix failure in regions near the

surface and in regions where there was a path for oxygen ingress.
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MATRIX TENSILE TESTS
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AS FAB 150-700C
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AIR

150-800C
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AIR

150-800C

500X

ARGON

MODULUS 112 107 103 113

(GPa)

UTS (MPa) 1023 1038 910 982
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